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Quantum and critical Casimir effects: bridging
fluctuation physics and nanotechnology

Roberto Passante, a,b Lucia Rizzuto, a,b Peter Schallc and Emanuele Marino *a

Fluctuation-induced forces, primarily represented by quantum and critical Casimir effects, play a pivotal role

at the nanoscale. This review explores the theoretical and experimental landscapes of these forces, offering

a comprehensive analysis of their similarities and distinctions. We emphasize the effects of material pro-

perties, geometry, and temperature in shaping these forces and their roles in various nanoscale systems,

both colloidal and solid-state. We devote special attention to the Casimir torque, the influence of magnet-

ism on the Casimir force, and the use of Casimir effects for the generation of optical resonators. Through

this comparative study, we elucidate the underlying physics of these phenomena, fostering insights that

advance applications in nanomechanics, optomechanics, and quantum technologies.

1 Introduction
1.1 Fluctuations and fluctuation-induced interations

Fluctuations can be defined as deviations of the value of an
observable from its average. As a consequence of the generality
of the fluctuation–dissipation theorem,1 fluctuations are ubi-
quitous to many different areas of physics, from statistical
mechanics to condensed matter physics, quantum field
theory, and cosmology.2 Perhaps unexpectedly, the spatial con-
finement of field fluctuations between two macroscopic bodies
yields a long-range force known as fluctuation-induced force.
The quantum Casimir effect represents a prominent example
of a force induced by fluctuations.3,4

1.2 Casimir effect: quantum versus critical

The quantum Casimir effect arises from the confinement of
the quantum vacuum fluctuations of the electromagnetic field
between two uncharged macroscopic objects, even at zero
temperature. The presence of boundary conditions restricts
the allowed quantum modes of the electric and magnetic
fields, resulting in a net force acting on the confining bodies.
In the case of two electrically neutral, perfectly conductive and
parallel plates separated by a distance L, the quantum Casimir
force is attractive and its magnitude decays as L−4. Short-range
corrections to this behavior are present in the case of plates
with finite conductivity or in the presence of a dielectric.5–7

Moving from quantum to classical fluctuations yields a con-
ceptually similar effect known as the critical Casimir effect.
When a fluid is brought close to its critical point, solvent
density fluctuations arise. These fluctuations can be described
in terms of the deviation of the local mass density from the
average, ∂c(x) ≡ c(x) − c, where x indicates the position vector.
Bringing the system closer to the critical point increases the
size of these fluctuations, formalized as their spatial corre-
lation length ξ, defined as 〈∂c(x)∂c(x′)〉 − 〈∂c(x)〉〈∂c(x′)〉 ∝ exp
(−|x − x′|/ξ). The confinement of these fluctuations between
two macroscopic objects results in a net force acting on the
confining bodies known as the critical Casimir force.8–11 Like
the quantum Casimir effect, the critical Casimir effect obeys a
power-law behavior; in the case of two parallel plates, the mag-
nitude of the critical Casimir force decays as L−3.

1.3 Scaling arguments

The power-law behaviors observed for quantum (L−4) and clas-
sical (L−3) Casimir forces can be qualitatively inferred through
dimensional analysis. For the geometrical configuration of two
parallel plates, the force per unit area is given by force/area ∼
energy/length3. Since for a quantum system energy ∼hc/λ, we
obtain for the quantum Casimir effect force/area ∼ length−4.
Instead, for a classical system energy ∼kBT, resulting for the
critical Casimir effect in the scaling law force/area ∼ length−3.

1.4 This review

In this paper, we review and discuss key features of both
quantum and critical Casimir effects, their analogies and differ-
ences, focusing on their relevance to the development of future
technologies. We first review the quantum Casimir effect from a
theoretical point of view, evaluating explicitly the force between
two perfect plane mirrors in vacuum (section 1.5). Then, we
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derive the critical Casimir effect and discuss analogies and
differences with the quantum effect (section 1.6).

Furthermore, we explore how the Casimir effects – both
quantum and critical – are being used today as driving force in
the development of new optoelectronic devices operating at
the nanoscale. We begin by exploring how Casimir torques use
rotation to achieve alignment between optically-responsive
materials (section 2.1). We continue exploring the role of
quantum and critical Casimir forces in understanding
adhesion between solids (section 2.2) and colloids (2.3),
enabling the generation of self-assembled optical resonators to
trap light at the nanoscale.

Finally, we discuss recent efforts in achieving tunable
Casimir forces either by controlling the dielectric environment
(section 2.4) or by introducing an external tunable bias, such
as a magnetic field (section 2.5). We conclude by providing a
perspective on this fascinating field.

1.5 The quantum Casimir effect

1.5.1 Background. Since the theoretical prediction by
Casimir in 1948,3 the quantum Casimir effect has been exten-
sively investigated. However, to this day measuring quantum
Casimir forces continues to represent a significant technical
challenge because of the small magnitude of the interaction.
In the ideal case of two plane, perfectly reflecting mirrors of
area ∼1 cm2 separated by a distance of ∼1 μm, the quantum
Casimir force is attractive and of the order of ∼10−7 N.
Measuring such weak forces has become possible only
recently, first through an electromechanical torsion pendu-
lum12 and then through atomic force microscopy.13 These
measurements have allowed the community to chase even
finer aspects of the Casimir effect. Indeed, when the bodies
confining quantum vacuum fluctuations feature a high degree
of anisotropy, such as two parallel birefringent plates or
gratings, theory predicts that a momentum of the quantum
Casimir force – a Casimir torque – should develop to minimize
the energy of the system through rotation.14 The first measure-
ments of the Casimir torque relied on an optical setup to
measure the alignment of a liquid crystal to a birefringent
crystal in real time, resulting in experimental values of the
Casimir torque per unit area of the order of ∼10−8 N m−1,15

prompting the development of more sensitive detectors in the
last 5 years.16

Despite their small magnitude, quantum Casimir forces
hold crucial relevance for nanotechnology in the fabrication of
current and future electromechanical devices operating at the
nanoscale. At that length scale, system design must prevent
device failure by the permanent adhesion (stiction) between
device components due to the quantum Casimir force.
Furthermore, novel designs rely actively on the quantum
Casimir force to construct extremely sensitive force sensors,17

Casimir machines for moving microscopic objects.18 Even the
experimental realization of a Casimir diode19 and Casimir
transistor20 have recently been investigated. These works
suggest that the Casimir effect may be exploited to fabricate a
new class of devices with novel properties. Therefore, under-

standing, controlling, and exploiting the Casimir effect in
different material systems and configurations is of paramount
interest to future technological developments.

Boundary conditions play a crucial role in defining the
Casimir interaction, since the presence of boundaries affects
the vacuum fluctuations of the electromagnetic field.
Therefore, the quantum Casimir effect is very sensitive to the
magneto-dielectric properties of the confining bodies, high-
lighting the central role of material choice and control.
Lifshitz was the first to attempt a generalization of the Casimir
effect; for this reason, the Casimir effect generalized to
different materials and temperatures is known as the Casimir–
Lifshitz effect.21 More specifically, quantum Casimir inter-
actions can be inhibited or enhanced by material choice. For
instance, recent literature reports have shown that the attrac-
tive Casimir force between two surfaces can turn repulsive
when choosing the dielectric properties of the system
appropriately13,22 or considering bodies with non trivial geo-
metry.23 Besides dielectric control of the experimental system,
the exploitation of magnetic fields to tune the Casimir force
from attractive to repulsive has shown promise.24 However,
achieving direct control over the interaction continues to rep-
resent an experimental and theoretical challenge in spite of
the advances in manipulating the Casimir force.25

One of the reasons behind the elusive control of Casimir
forces may be their non-additivity.26 Interactions are said to be
additive if the interaction between any two bodies of an
ensemble of N is not influenced by the presence of the remain-
ing N − 2 bodies. In this case, the total interaction can be rep-
resented as a sum of N(N − 1)/2 pair interactions. Yet, the
Casimir effect is sensitive to the morphology and relative
(time-dependent) arrangement of all field-confining bodies,
leading to non-additive interactions. This is true for all mani-
festations of the effect, both quantum – Casimir–Lifshitz27 and
Casimir–Polder28–30 – and classical – critical Casimir.31

1.5.2 Derivation of the quantum Casimir force for plate–
plate interactions. The theory of quantum electrodynamics
shows that, even at zero temperature, the electric and magnetic
fields possess fluctuations such that the energy of the ground
state of the electromagnetic field – that is, in the absence of
photons – can be written as:

E0 ¼
X
k

ℏωk; ð1Þ

where k spans over all wavevectors of the field modes allowed
by boundary conditions. This expression diverges when con-
sidering a summation over all frequencies. However, the
allowed frequencies ωk of the system depend on the boundary
conditions imposed on the fields; thus the zero-point energy
changes if the boundary conditions change. This eventually
yields a potential energy between them.

Let us consider two parallel and perfectly conductive
uncharged plates of area A in vacuum separated by a distance
L, see Fig. 1A. Since the parallel component of the electric field
must go to zero at the surface of the plates, the very presence
of the plates imposes specific boundary conditions on the elec-
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tric and magnetic fields (see Fig. 1B), such that the normal (z)
component of the wavevector k can only take the discrete
values

kz ¼ mπ
L

;

where m = 0, 1, 2, …, while kx and ky can assume continuous
real values. Therefore, the zero-point energy of the field is
given by:

E0ðLÞ ¼ L2

π2
ℏc

X
m

′

ð
dkx

ð
dky

ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
k2x þ k2y þ

mπ
L

� �2
r

; ð2Þ

where the prime in the sum means that we must multiply by a
factor 1/2 the term with m = 0, to take into account that for kz
= 0 we have only one independent polarization. The quantity
described by eqn (2) diverges in any finite volume. If we now
suppose that the plates are placed at infinite distance from

each other by taking the limit L → ∞, the zero-point energy
assumes the form:

E0ð1Þ ¼ L3

π3
ℏc

ð
dkx

ð
dky

ð
dkz

ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
kx2 þ ky2 þ kz2

q
; ð3Þ

that diverges too. However, we can consider that the physically
meaningful quantity is the potential energy related to the work
done to bring the plates from an infinite to a finite separation
L, that is:

UðLÞ ¼ E0ðLÞ � E0ð1Þ:

After a regularization procedure, this eliminates the diver-
gences and yields a finite quantity depending on the distance
L between the two plates, the Casimir energy:

UðLÞ ¼ E0ðLÞ � E0ð1Þ ¼ � π2ℏcA
720L3

ð4Þ

The attractive force per unit area between the plates (or,
equivalently, the pressure) can be then obtained in a quasi-
static limit as the spatial derivative of eqn (4) yielding:

FðLÞ
A

¼ � π2ℏc
240L4

: ð5Þ

We notice that this expression depends only on the distance
L and the two fundamental constants ħ and c, as we have
anticipated in section 1.1 based solely on dimensional argu-
ments. The expression in eqn (5) does not depend on the elec-
tric charge e, as a consequence of the assumption of perfectly
conductive plates that reflect all the incident light.

A more general calculation of the Casimir interaction
between planar dielectrics, using the dielectric function of the
bodies, was provided by Lifshitz in 1956.32,33 In the case of two
semi-infinite dielectric slabs with dielectric permittivities ε1(ω)
and ε2(ω) separated by a distance d in vacuum (ε3(ω) = ε3 = 1),
and in thermal equilibrium with the environment at tempera-
ture T, the Casimir force obtained by the Lifshitz formula is

FðdÞ ¼ kBT
πc3

X1
n¼0

′ξ3n

ð1
1
dpp2 s1n þ ε1np

s1n � ε1np
s2n þ ε2np
s2n � ε2np

e2pξnd=c � 1
� ��1�

þ s1n þ p
s1n � p

s2n þ p
s2n � p

e2pξnd=c � 1
� ��1�

ð6Þ
where kB is Boltzmann’s constant, ε1 and ε2 the dielectric per-
mittivities evaluated at the imaginary frequency ω = iξ and the
prime in the summation below means that we must multiply
with 1/2 when n = 0. The expressions

sjn ¼
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
p2 � 1þ εjn

q
; with εjn ¼ εj iξnð Þ j ¼ 1; 2ð Þ; ð7Þ

and

ξn ¼
2πkBT

ℏ
n n ¼ 0; 1; 2; . . . ð8Þ

represent the Matsubara frequencies. The expression in eqn (6)
is very general and many applications of this theory to planar

Fig. 1 (A) Two perfectly conducting plates of area A separated by a dis-
tance L in the quantum vacuum. (B) The boundary conditions impose a
limit on the allowed frequencies between the plates.
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multilayered dielectric media have been proposed in the
literature,5,34 including nonlocal spatial response.35 However,
in general an analytical calculation of the Casimir interaction
can be very complicated, and some approximations have been
proposed in the literature to generalize the theory to complex
non-planar geometries,36 allowing to evaluate the Casimir
force in more general situations, with objects of complex
shape and real materials.37,38 As anticipated in section 1.5, in
these cases the expression of the Casimir force can be very
different with respect to the case of two ideal plates placed in
vacuum.

1.6 The critical Casimir effect

1.6.1 Background. In 1978, thirty years after Casimir’s pre-
diction, Fisher and de Gennes postulated that a classical
effect similar to the quantum Casimir effect should be
observed in a fluctuating physical medium, such as a
mixture of two fluids close to the critical point.8 Near criti-
cality, extended regions with fluctuating density (or compo-
sition) emerge in the bulk of the solvent; Fisher and de
Gennes understood that fluctuation-induced forces – critical
Casimir forces – should arise when these solvent density
fluctuations are spatially confined between two immersed
bodies. Similarly to the quantum Casimir force, the critical
Casimir force is relatively weak: for example, at room temp-
erature (T ∼ 300 K) and for plates of area 1 cm2 separated
by a distance of 1 μm, the critical Casimir force is of the
order of 10−7 N, comparable with the quantum Casimir
force at zero temperature.9

The critical Casimir force between a sphere and a plate
immersed in a binary fluid mixture close to its critical point
was measured for the first time only in 2008 by using total
internal reflection microscopy.39 In this technique, the
amount of light captured by a microscope objective depends
sensitively on the distance of the colloidal particle from the
plate, allowing the extraction of the distribution of particle-
wall distances P(d ) and hence – by inverting Boltzmann’s
equation – the particle-wall potential U(d ).40 Since then, the
use of confocal microscopy has enabled the observation of the
assembly of spherical colloids,41 and the extraction of their
pair potential.42 As predicted by theory and shown by experi-
ments, the magnitude and length scale of the critical Casimir
force depend sensitively on the size (correlation length, ξ) of
the solvent density fluctuations, which in turn depend sensi-
tively on how far the system is from criticality in terms of com-
position c and temperature T of the mixture. Section 1.6.2 pro-
vides a brief theoretical background on the critical Casimir
effect.

Before proceeding further, the reader may find useful a
brief introduction to the phase diagram of a binary solvent.43

It is well known that two fluid components may be immiscible,
such as water and oil, or miscible, such as water and alcohol.
In this latter case, increasing (decreasing) the temperature of a
well-mixed binary mixture may cause separation into two
phases, one richer in the first component and the other richer
in the second. The temperature at which this separation takes

place is known as the phase separation temperature Ts.
Mapping the dependence of Ts on the composition of the
binary mixture c – typically the weight or molar fraction of one
component into the mixture – yields a convex (concave) curve.
The minimum (maximum) of this curve is known as the lower
(upper) critical solution temperature and corresponds to the
critical point of the mixture identified by coordinates Tc, the
critical temperature, and cc, the critical composition. While
most binary systems feature an upper consolute temperature
(such as methanol and cyclohexane),44 binary systems charac-
terized by a lower critical solution temperature (such as water
and 2,6-dimethylpyridine (lutidine) or 3-methylpyridine (pico-
line, 3MP)),45 are of more practical use in the laboratory and
have been used for studies of the critical Casimir effect. For
this reason, we will be referring only to binary mixtures with a
lower critical solution temperature. Fig. 2A shows the bottom
portion of the experimental phase diagram of such a system,
consisting of heavy water and 3MP.46

At the critical composition cc and for temperatures below
the critical value Tc, theory and experiments agree on a power-
law dependence ξ(T ) = ξ0|(Tc − T )/Tc|

−ν, where ξ0 is a solvent-
specific value (0.44 nm for heavy water and 3MP),46 and ν =
0.63 is the Ising critical exponent, see Fig. 2B. As the tempera-
ture of the system approaches Tc, the critical Casimir potential
becomes long-ranged (ξ ≫ d ), diverging at the critical point.
Instead, decreasing the temperature far below the critical value
results in a sharp decrease in the length scale of the inter-
action (ξ ≪ d ), effectively turning off the critical Casimir
effect. Typical measurements have been performed several 10’s
to 100’s of mK below Tc, where significant critical Casimir
forces have been observed. The thermal reversibility of the
critical Casimir effect is one of its most interesting features,47

and represents an important distinction from the quantum
Casimir effect where the zero-point fluctuations of the electro-
magnetic field are always present.25 The thermal control of
this interaction has enabled a number of experimental obser-
vations over the last two decades, such as temperature-con-
trolled colloidal crystallization,42,48 gelation,49,50 and fractal
formation,51 the realization of colloidal analogues of mole-
cular systems,52,53 the observation of critical Casimir
torques,54–56 and the observation of the non-additivity of criti-
cal Casimir forces.31,57–59

Moving away from the critical composition (c ≠ cc) influ-
ences the critical Casimir effect significantly. Experiment and
theory agree that the largest critical Casimir effect should be
expected on the side of the critical composition that is poor in
the component preferred by the particles.60 This is because
the solvent density fluctuations are rich in the minority com-
ponent in the bulk of the solvent. This consideration intro-
duces the importance of boundary conditions in defining the
critical Casimir effect. Given two confining surfaces, we can
define symmetric (++ or −−) or asymmetric (+− or −+) bound-
ary conditions depending on whether both surfaces preferen-
tially adsorb to the same component of the mixture or have
opposite preferences. As may be expected, symmetric boundary
conditions lead to attractive critical Casimir interactions, while
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asymmetric boundary conditions lead to repulsive critical
Casimir interactions.61,62 This is another important difference
with the quantum Casimir effect, where the interactions are
primarily attractive, although recent works have shown that
the Casimir force between a perfect electrically conducting
plate and a perfect magnetically conducting plate is
repulsive.63,64 More recently, the subtle interplay between
quantum and critical Casimir effect has been exploited to
balance the attractive Casimir force between microscopic gold
flakes with repulsive critical Casimir forces.25

Most studies in the literature use colloids with a radius
larger than the correlation length of the solvent density fluctu-
ations, R ≳ ξ. The reasons behind this choice are mostly experi-
mental: total internal reflection microscopy requires particles
with a sufficiently large scattering cross section, while confocal
microscopy requires particles significantly larger than the

optical resolution. For these reasons, the regime R < ξ, known
as the protein limit, has remained largely unexplored.
However, the recent development of solvothermal techniques
for the synthesis of colloidal nanoparticles with controlled
morphologies, compositions, and physical properties has
motivated the community to the introduction of smaller and
smaller colloidal systems. In 2016 we used dynamic light scat-
tering to show that the critical Casimir effect can induce the
assembly of colloidal semiconductor nanoparticles, also
known as quantum dots.65 One of the most striking differ-
ences from operating outside the protein limit is the widening
of the assembly region to temperatures as far as 20 K from Tc.
This experimental observation suggests that ξ ∼ R may be con-
sidered as a rule of thumb for the onset of colloidal assem-
bly.66 The introduction of colloids with optoelectronic func-
tionality introduces the possibility of applications based on
the critical Casimir effect. We demonstrated that the critical
Casimir assembly can induce the formation of films with
fractal morphology for field-effect transistors,67 with a larger
degree of ordering when the assembly was performed in two
dimensions.68,69

Out of completeness, we now discuss the behavior of a
binary fluid mixture above the critical temperature, T > Tc for
binary systems with a lower critical solution temperature as
shown in Fig. 2A. When working at the critical composition c =
cc, increasing the temperature of the fluid mixture above the
critical temperature Tc causes the decomposition of the
mixture into two phases, each richer in one of the two fluid
components. This decomposition shows a transient during
which the morphology of the decomposition is spinoidal,70

after which the fluid mixture fully separates into two com-
ponents. At off-critical compositions c ≠ cc, mixture decompo-
sition takes place by the nucleation of droplets rich in the min-
ority component present in the bulk of the solvent. The
absence of fluctuations in the two-phase region of the phase
diagram restricts the critical Casimir effect to the one-phase
region. Nevertheless, the two-phase region and phase separ-
ation processes have recently garnered the interest of part of
the scientific community through the synthesis of bijels71 and
suspoemulsions.72

1.6.2 Derivation of the critical Casimir force for plate–plate
interactions. The characteristics of the quantum Casimir effect
discussed in section 1.5 are not exclusive to the quantum elec-
tromagnetic field. In fact, the key element underlying the
quantum Casimir effect is the presence of a fluctuating field
(the quantum electromagnetic field in that case) that can be
modified by the presence of physical boundaries giving rise to
a configurational energy that depend on the distance between
the boundaries. Thus we can expect analogous effects in the
presence of fluctuations of different nature. This is the case of
the critical Casimir effect.

To understand the physical origin of the critical Casimir
effect, we consider two material bodies A and B immersed
in a fluid at room temperature. In such a system, fluctu-
ations of the density of the fluid usually occur at the typical
molecular scale ξ0. There may be an effective force FA,B

Fig. 2 Phase diagram of a binary mixture of heavy water and 3-methyl-
pyridine (3MP) and correlation length determined by dynamic light scat-
tering. (A) Phase separation temperature as a function of the weight
fraction of 3MP in the mixture. Data points were determined by dynamic
light scattering while the dashed line describes the behavior expected
from theory. The critical point is located at the coordinates at Tc =
37.26 °C and cc = 27.7 w/w%. (B) Correlation length ξ as a function of (Tc
− T )/Tc for various concentrations of 3MP (w/w%). Near the critical
composition, the correlation length follows the power-law expected
from theory ξ(T ) = ξ0|(Tc − T )/Tc|

−ν with ξ0 = 0.44 nm. Panels A and B
are adapted with permission from ref. 46. Copyright 2017 The Royal
Society of Chemistry.
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between the two bodies mediated by the fluid; if the
thermodynamic state of the fluid is far from the critical
point, this force changes slowly with the temperature T.
However, near the critical point, characterized for example
by specific values of the temperature, the fluctuations of the
density of the fluid (or of some other relevant quantity in
the system, usually known as order parameter of the phase
transition) can become relevant even at scales ξ much larger
than the molecular length ξ0. This is because, near a
second-order phase transition, the collective behavior of the
molecules in the fluid introduces a new correlation length
in the system. The physical behavior of the system is then
related to the fluctuations of the order parameter ϕ, with a
spatial correlation length ξ that increases upon approaching
the critical point.

Analogously to the case of the quantum Casimir effect,
when two external bodies are immersed in the fluid, they
impose boundary conditions on the order parameter and
modify the spectrum of its fluctuations and the free energy of
the system, that now depend on the position of the two
bodies. This gives rise to an additional contribution to the
force FA,B between the two bodies, which is the critical Casimir
force FCas. For two parallel plates of area A, separated by a dis-
tance L, this force is given by9–11

FCas

A
¼ kBT

L3
ϑkðL=ξÞ; ð9Þ

where ϑ∥(L/ξ) is a universal function based only on general pro-
perties of the critical behaviour of the system and to the
specific boundary conditions imposed on the order parameter.
The microscopic detail of the interaction between the mole-
cules of the fluid and the dipoles in the plates are irrelevant to
determine the force (assuming the correlation length ξ and the
distance L much larger than the microsopic length scales of
the system). All the previous considerations can be applied
also to the case of a mixture of two fluids approaching a criti-
cal point in the demixed phase, and confined by two bound-
aries that affect the allowed fluctuations and consequently the
free energy of the system.9

The analogy between the distance scaling of the quantum
Casimir force between perfectly reflecting parallel plates dis-
cussed in section 1.5 and that of the critical Casimir force in
eqn (9) shows in the latter the additional factor ϑ∥(L/ξ) of the
dimensionless parameter L/ξ. This difference is related to the
fact that in the critical case there is an intrinsic length scale
given by the correlation length, while in the quantum electro-
dynamical Casimir force for ideal plates there is no relevant
length scale. This is because the photon is a massless particle
and the boundaries are assumed ideal. The situation changes
for the quantum Casimir force for a massive vector field
characterized by a quanta mass m, where a new length scale
emerges given by the Compton wavelength of the field quanta
λC = ħ/mc.73–76 In this case, the explicit calculation based on
the Proca equation yields an analogous correction factor of the
dimensionless parameter L/λC. When the distance between the

plates is small, L ≪ λC, the expression for this modified
Casimir force reads:73

FðLÞ
A

’ � π2ℏc
240L4

1� 5
L
λC

	 
2� �
; ð10Þ

showing a reduction of the Casimir force compared to the
massless photon case, eqn (5). The quantity in the square
brackets in eqn (10) can be considered as an approximated
scaling factor of the dimensionless ratio L/λC. Instead, when
the distance between the plates is large, L ≫ λC, an exponential
factor e−2L/λC is present in the correction factor,76 yielding a
vanishing force for very massive quanta. These considerations
point to the profound analogies between quantum and classi-
cal Casimir effects.

2 Casimir effects in NanoScience
2.1 Casimir torques

Measurements of the quantum Casimir force have been
restricted to controlled conditions, such as dry or high-vacuum
environments. The addition of a dielectric medium, such as
water, allows the introduction of the Casimir interaction to the
colloidal domain. Within this domain, colloidal (nano)par-
ticles of different compositions, sizes, and shapes, can serve as
a fruitful testing ground for theoretical estimates for the
strength and length scale of the Casimir potential, thereby
enabling direct comparisons with other interactions, such as
the critical Casimir force.25

The introduction of anisotropic particles allows studying
the influence of a new degree of freedom, rotation, on the
Casimir force. Under conditions of optical anisotropy, a
Casimir torque develops, causing rotation of the materials
under consideration to reach a position of equilibrium.77,78

Due to the small magnitude of the effect (torque per unit area:
∼10−9 Nm m−2), Casimir torques were measured only recently
between a solid birefringent crystal and a liquid crystal by
Somers et al.15 In a more recent contribution, Küçüköz et al.
studied the interaction between micrometer-sized gold equilat-
eral triangles.79 The authors achieved this goal by first pattern-
ing 4–10 μm equilateral gold triangles into a glass substrate by
electron beam lithography, then studying their interaction
with colloidal gold triangles in water, see Fig. 3A and D.
Theory predicts the onset of attractive quantum Casimir inter-
actions between the gold triangles. Left unbalanced, this inter-
action would lead to irreversible aggregation. However,
charged molecular ligands (CTAB) bound to the surfaces of the
colloidal triangles contribute to a repulsive electrostatic inter-
action, leading to colloidally stable triangle dimers in water,
Fig. 3A. When approaching a templated triangle, a colloidal tri-
angle tends to adopt a parallel configuration that minimizes
the energy of the system by maximizing area overlap; see
Fig. 3B. As shown in Fig. 3G, the assembly process consists of
independent lateral and rotational motions of the colloidal tri-
angle. First (0–5.48 s) the colloidal triangle slides over the pat-
terned triangle to increase overlap; then (5.54–19.65 s) the col-
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Fig. 3 Experimental systems showcasing quantum and critical Casimir torques. (A) Schematic illustration of the quantum Casimir assembly
between a lithographically-patterned and a colloidal gold triangle. (B) The system minimizes energy by maximizing the overlap area through rotation
(quantum Casimir self-alignment). (C) During assembly, the rotation angle (θ) varies. Perfect alignment corresponds to θ = 0. (D) Optical bright-field
image of a glass substrate with lithographically-patterned gold equilateral triangles with edge lengths 4, 5, 7, and 10 μm. (E) True-color reflection
images of quantum Casimir-aligned microcavities recorded at distinct equilibrium cavity length values (Li, i = 1–6). (F) Reflection spectra of aligned
gold triangles, displaying their behavior as Fabry–Pérot cavities (L1 = 199 nm > L3 = 161 nm > L6 = 123 nm). (G) Selected micrographs of the quantum
Casimir-alignment process between colloidal and patterned gold flakes. (H) Schematic of a hydrophilic colloidal sphere (left) and disk (right) hover-
ing above a round, hydrophilic silica patch surrounded by a hydrophobic gold layer. (I) A colloidal sphere diffuses freely above the silica patch (blue
trajectory) when the temperature of the system remains 0.3 K below the critical temperature, (J) but becomes confined at the critical temperature
(red trajectory) by the critical Casimir effect. (K) Experimentally measured potentials relative to the confinement of a colloidal sphere 0.3 K below the
critical temperature (ΔT ≈ −0.3 K) and at the critical temperature (ΔT/Tc ≪ 1). (L) A colloidal disk experiences confinement already 0.3 K below the
critical temperature (blue trajectories, ΔT ≈ −0.3 K). (M) The degree of confinement increases further at the critical temperature (red trajectories, ΔT/
Tc ≪ 1). (N) These observations are confirmed by experimentally measured potentials. Panels A–G are reproduced with permission from ref. 79.
Copyright 2024 The American Association for the Advancement of Science. Panels H–N are reproduced with permission from ref. 54. Copyright
2024 Springer Nature Publishing Group.
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loidal triangle rotates to achieve the necessary alignment to
maximize overlap. At equilibrium, the colloidal triangle mini-
mizes rotational misalignment (θ = 0) while maintaining a
stable separation distance Leq, see Fig. 3C. The authors show
direct control over the value of Leq by varying the Debye screen-
ing length of the solution. This leads to significant changes in
the color of the light reflected by the triangle dimer; see
Fig. 3E. These changes can be understood by analyzing the
reflected light spectra shown in Fig. 3F. As the triangles get
closer (L1 = 199 nm > L3 = 161 nm > L6 = 123 nm), the
minimum in light transmission shifts from longer to shorter
wavelengths, consistent with the behavior of each triangle
dimer as a Fabry–Pérot cavity.

Although the critical Casimir effect is conceptually distinct
from the quantum Casimir effect, theory predicts a similar
development of a torque between anisotropic particles, such as
cylinders.55,56 Recently, Wang et al. have studied the presence
of critical Casimir torques in experiments.54 The authors de-
posited a gold film on a glass substrate, patterning the film
with round holes to achieve openings 1–2.8 μm in size, see
Fig. 3H. They studied the critical Casimir forces between
hydrophilic silica colloidal spheres (3 μm in diameter) or disks
(2.4 μm in height, 0.4 μm in height) and silica patches in a sur-
rounding medium consisting of a water–lutidine critical
mixture with a critical temperature of Tc ≈ 310 K. Since the
critical Casimir effect ranges from attractive to repulsive
depending on the wetting properties of interacting bodies, the
authors controlled this parameter by making the silica patches
hydrophilic by applying an oxygen plasma treatment and the
gold substrate hydrophobic by functionalization with hydro-
phobic thiols. When the temperature of the system remains
more than 0.3 K away from the critical temperature, the
spheres diffuse freely above the gold substrate, as shown by a
typical trajectory in Fig. 3I. When increasing the temperature
to the critical value of the mixture, the sphere becomes con-
fined to the hydrophilic silica patch, see the trajectory in
Fig. 3J. This is expected, as the magnitude of the critical
Casimir force increases sharply close to the critical tempera-
ture. The authors extract the experimental effective potential
by using the particle trajectories to evaluate the probability
Pexp(s) of a particle displacement from the center of the pattern
(s = 0) and using Uexp(s) = −kBT ln[Pexp(s)]. While no confining
potential is observed far from the critical temperature, the
sphere becomes strongly confined at the center of the silica
patch at the critical temperature, with a magnitude of the con-
fining potential exceeding kBT when the sphere strays away
from the center of the patch for more than half of its radius (s/
R = 0.5), see Fig. 3K. When using colloidal disks, the authors
observed confined behavior already 0.5 K away from the critical
temperature. Indeed, the trajectories of the disks show con-
finement at the silica patch both 0.5 K below the critical temp-
erature and at the critical temperature, Fig. 3L and M respect-
ively. When extracting the experimental effective potential, the
authors observe a sharper potential compared to the case of
the spheres, suggesting a significantly reduced range of lateral
movement, Fig. 3N. The authors attribute the differences

between spheres and disks to the difference in overlap area
with the silica patches. Below the critical temperature, the
solvent density fluctuations responsible for the critical Casimir
force limit the length scale of the interaction; for this reason,
only the fraction of the surface of the sphere that is closest to
patch is sensitive to the critical Casimir attraction/repulsion to
the hydrophilic/hydrophobic portions of the substrate, while
the entire bottom surface of the disk has the same sensitivity.

2.2 Solid-state-based Casimir assembly and resulting
applications

Achieving direct control over Casimir forces – whether
quantum or critical – provides unique pathways to the fabrica-
tion and actuation of opto-electro-mechanical devices operat-
ing on the micro- and nanoscale.82 These devices typically
consist of resonators that function as sensors or actuators,
with a physical response mechanism that can be reversible
(switches) or irreversible ( fuses). The main practical limitation
of this emerging technology is stiction: the adhesion or col-
lapse of moving parts due to irreversible attraction induced by
quantum Casimir or capillary forces. Estimating the magni-
tude of these effects is not straightforward. Buks & Roukes esti-
mated the adhesion energy of gold on gold by microfabricating
the gold nanobeam shown in Fig. 4A.104 The authors apply an
electric field to the beam, studying the onset of nanobeam
adhesion as shown in Fig. 4B. As the magnitude of the electric
field increases, the nanobeam profile along the x–y plane
begins to change, bending by up to 2 μm at 70 V, see Fig. 4C
and D. The authors study the mechanics of the bending beam,
extracting an adhesion energy of γ = 0.066 J m−2. Notably, this
value is six times lower than the expected value for Casimir-
induced adhesion between atomically flat surfaces, γCasimir =
0.4 J m−2. The discrepancy between adhesion values measured
in experiments and expected from theory is likely a conse-
quence of a hard reality-check from surface science: the pres-
ence of organic residues from microfabrication and/or non-
atomically flat surfaces would decrease the estimated values
for quantum Casimir adhesion significantly.

Despite the difficulty in measuring the magnitude of
Casimir interactions, their nature depends on physical para-
meters of the system, such as the chemical composition and
relative affinity of the interacting surfaces and the medium
confined between them. For these reasons, the magnitude and
particularly the sign of Casimir interactions are not easily
changed on the fly. Recently, Tang et al. microfabricated a
clever design allowing to change the sign of the quantum
Casimir interaction at will.83 The device shown in Fig. 4E con-
sists of two flat silicon surfaces decorated with ∼2 μm-sized
intercalated T-shaped protrusions. Effectively, this system
behaves as a spring based on the Casimir force. As the dis-
tance between the two silicon surfaces decreases along the
y-direction, the y-component of the Casimir interaction
between the lateral surfaces of the protrusions increases,
leading to a net attractive interaction as shown in Fig. 4F, I.
Once the top of the T-shaped protrusions align, the y-com-
ponent of the Casimir force along the axes goes to zero,
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turning off the Casimir interaction as shown in Fig. 4F, II.
When increasing the displacement further, the Casimir force
along the y-direction acts as a restoring force, effectively chan-
ging sign and leading to a net repulsive interaction, Fig. 4F,

III. For the largest displacements, the Casimir interaction
between the top of the protrusions and the silicon surface
dominates, leading once again to a net attraction, Fig. 4F, IV.
When computing the force gradient for the different configur-

Fig. 4 Solid-state optical resonators based on the quantum Casimir effect. (A) A scanning electron micrograph of a 200 μm × 0.25 μm gold beam
suspended between two electrodes. (B) Quantum Casimir forces induce surface adhesion between beam and electrode. (C) Measured deflection of
the beam due to application of electrostatic force. (D) Displacement of the center of the beam as a function of applied voltage. (E) Top-view scan-
ning electron micrograph of two arrays of T-shaped protrusions at rest (zero displacement). The dashed rectangle illustrates one unit cell. Scale bar
illustrates 1 μm. (F) Calculated Casimir force and force gradient per unit cell along the y axis as a function of displacement. The red/blue lines rep-
resent the Casimir force calculated using the Derjaguin approximation for regions outlined in red/blue in the right/left inset.80 The black line rep-
resents boundary-element method calculations.81 (G) Scanning electron micrograph of the full device, including the beams (center) and spring sus-
pensions (sides). Scale bar indicates 2 μm. (H) Scanning electron micrograph highlighting the bowtie-shaped cavities. Scale bar indicates 1 μm. (I)
(Left) Scanning electron micrograph of the central part of the cavity before device collapse. Initial gap between the beams: gf = 50 nm. Initial gap
between the bowties: gb = 52 nm. (Right) Scanning electron micrograph of the central part of a nanobeam cavity after device collapse, with the
approximately 2 nm gap indicated in the zoom-in. (J) Representative cross-polarized scattering spectrum (purple line) of a cavity. The fitted line-
shape over the fitting range is included (black line). Inset: absolute value of the electric field of the nanobeam cavity with a linear colour map. Panels
A–D are reproduced with permission from ref. 104. Copyright 2001 American Physical Society. Panels E–F are reproduced with permission from ref.
83. Copyright 2017 Springer Nature Publishing Group. Panels G–J are reproduced with permission from ref. 84. Copyright 2023 Springer Nature
Publishing Group.
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ations, corresponding to the spring constant of the system,
this design shows a vanishing stiffness at zero displacement
(Fig. 4F, I), followed by an increase to ∼10 μN m−1, and notably
a sign change to reach ∼−20 μN m−1 (Fig. 4F, II), elegantly dis-
playing the transition between attractive and repulsive
regimes.

Similar structural instabilities were recently used by Babar
et al. to fabricate functional devices, such as photonic cav-
ities.84 The authors built a silicon-on-insulator device based
on two suspended beams connected to mechanical springs, as
shown in Fig. 4G and H. When the gap between the beams is
sufficiently wide, the restoring force of the springs is able to
maintain the beams separated; however, when the gap
becomes too narrow, the restoring force cannot keep the
beams apart, resulting in their mechanical collapse and
adhesion by the Casimir force. During device fabrication, the
authors etched the beams with triangular features, such that
the structural collapse would result in an array of bowtie-
shaped cavities shown in Fig. 4I, leaving a 2 nm air gap at the
center. Electromagnetic field simulations predict that this air
gap should behave as a photonic resonator, efficiently confin-
ing light in a spectral window ideal for telecommunications,
see the inset in Fig. 4J. The authors prove this claim by charac-
terizing the nanocavities using far-field resonant scattering.
The position (λ = 1521.5 nm) and width (Δλ) of the resonance
shown in Fig. 4J imply a quality factor of Q = λ/Δλ = 3.9 × 104, a
competitive figure of merit in such a valuable spectral range.

2.3 Colloidal-state-based Casimir assembly and resulting
applications

The transition from the solid- to the colloidal-state offers both
advantages and disadvantages. While microfabrication tech-
niques offer a large degree of control over the horizontal
plane, colloidal assembly has the potential to extend device
fabrication to three dimensions. Recently, Schmidt et al. paved
the way in this fascinating direction by exploiting both
quantum and critical Casimir forces.25 In their work, the
authors used hexagonal gold flakes stabilized in a near-critical
mixture of water and 2,6-dimethylpyridine by hydrophilic
CTAB ligands, as shown in Fig. 5A. When using a hydrophilic
silica substrate, the diffusion coefficient of the flakes
measured in proximity of the substrate decreases as a function
of temperature as shown in Fig. 5B. As the temperature of the
mixture approaches the critical value, solvent density fluctu-
ations arise, causing the onset of critical Casimir interactions.
The symmetric (hydrophilic flakes – hydrophilic substrate)
boundary conditions favor attractive interactions, leading to
slower diffusion as the flake is pulled closer to the substrate
from 100 nm away from criticality to 70 nm near-criticality.
Using a hydrophobic gold substrate results in the opposite
effect, as shown in Fig. 5C. As the temperature of the mixture
increases, the authors observed an increase in the diffusion
coefficient of the flakes close to the substrate, indicative of the
onset of a repulsive force. This is consistent with theoretical
expectations, as asymmetric boundary conditions favor repul-
sive critical Casimir interactions, leading to faster diffusion as

the flake is pushed to an equilibrium distance of 200 nm away
from the substrate at near-criticality.

The interplay between electrostatic and Casimir forces can
be exploited to build optical resonators based on colloidal par-
ticles. When relying on critical Casimir forces, the structural
stability and optical properties of the resonators are sensitive
to the temperature of the solvent mixture, allowing for
directed, tunable, and reversible assembly (switches).25 While
quantum Casimir forces provide a less easily tunable inter-
action, they favor the structural persistence of assemblies
( fuses), a desirable property for functional devices.
Nevertheless, structural tunability can still be achieved by
modulating the repulsive electrostatic interaction, as recently
shown by Munkhbat et al.85 The authors observed that gold
nanoflakes dispersed in an aqueous solution of CTAB (2 mM)
tend to form stable dimers. These dimers effectively behave as
Fabry–Pérot cavities, confining light of a single wavelength. In
experiment, this behavior results in a pronounced dip in
optical reflectivity data, as shown in Fig. 5D. Decreasing the
concentration of free CTAB ligands in solution increases the
Debye screening length, increasing both the range and the
magnitude of the electrostatic repulsion between gold flakes.
Indeed, decreasing the CTAB concentration 2- and 3-fold
results in an increase in the surface-to-surface distance
between gold flakes in a dimer from 125 nm to 148 nm and
170 nm. As a consequence, the spectral position of the reflec-
tivity minimum red shifts accordingly. Furthermore, increas-
ing the complexity of the assembled resonators brings interest-
ing developments. Assembling trimers results in an optical
resonator characterized by two minima in reflectivity, as
shown in Fig. 5E. The authors show that this emergent optical
feature is the result of the coupling between the optical modes
confined between the two pairs of dimers, resulting in sym-
metric and anti-symmetric collective modes of the trimer.
While controlling the optical properties of optical resonators
by modulating their structure is certainly valuable, active
optical tuning would unlock a different set of applications
towards sensing and communications. The authors demon-
strate potential in this direction by showing that laser exci-
tation induces sufficient light pressure to increase the cavity
length. Once the excitation is turned off, the equilibrium value
of the cavity length is quickly restored by the quantum
Casimir attraction. Repeating the experiment using a pulsed
excitation source results in a reversible shift of 0.2 eV, corres-
ponding to 20 nm.

2.4 Casimir forces tunable by dielectric control

Recently, researchers have begun exploring the use of external
triggers to modify interactions. For instance, external quantum
or classical fields may be used to control the quantum Casimir
interaction, enhancing or suppressing its magnitude, as well
as the possibility of switching from attractive to repulsive
behavior.86–90 As we have mentioned, both the magnitude and
the sign of the Casimir interaction depend on various charac-
teristics of the system, and as such the magnitude of the effect
cannot be easily modified. There is, however, a strong motiv-

Nanoscale Review

This journal is © The Royal Society of Chemistry 2025 Nanoscale, 2025, 17, 13982–13997 | 13991

Pu
bl

is
he

d 
on

 1
2 

M
ay

 2
02

5.
 D

ow
nl

oa
de

d 
on

 6
/1

5/
20

26
 1

0:
52

:1
3 

A
M

. 
View Article Online

https://doi.org/10.1039/d5nr01288k


ation to develop new ways to control this interaction at will.
Apart from those ideas related to the fabrication of functional
devices, such as micro- and nano-electromechanical devices,
other opportunities have emerged through superlubricity.91,92

Indeed, changing the sign of the quantum Casimir force may
lead to a significant decrease in friction between any two
bodies, with the potential to increase the energetic efficiency
of most processes that shape our world.93 In the extreme case
of zero friction, we may be able to obtain quantum
levitation,94,95 which may represent a new power source for
propulsion in space.

While we are still far from achieving these goals, the last
two decades have seen significant advances. First, Munday
et al. have demonstrated experimentally the feasibility of
achieving repulsive quantum Casimir forces between two
materials (1 and 2) separated by a medium (3).13 The authors
recognized that for a repulsive Casimir force to arise, the
inequality

�ðε1 � ε3Þðε2 � ε3Þ > 0 ð11Þ

must be satisfied, where εi represents the dielectric response
function of the i-th component. The presence of symmetric
boundary conditions (ε1 = ε2) always leads to an attractive
quantum Casimir interaction since eqn (11) yields a negative

result, −(ε1 − ε3)(ε2 − ε3) = −(ε1 − ε3)
2 < 0. Therefore, the adop-

tion of asymmetric boundary conditions (ε1 ≠ ε2) is crucial to
the development of repulsive quantum Casimir interactions.
In particular, the choice of components must satisfy the
inequality

ε1 > ε3 > ε2 ð12Þ

The authors tested this prediction using gold and silica as
materials, and bromobenzene as medium, one of the rare com-
binations that satisfies eqn (12) since εgold > εbromobenzene >
εsilica over a large range of imaginary frequencies (<1016 rad
s−1). To prove their hypothesis, the authors used atomic force
microscopy to measure repulsive interactions between a gold
sphere and a silica plate at distances larger than 20 nm, corres-
ponding to the low-frequency domain where eqn (12) holds.
Since Casimir forces at large separations mainly result from
low frequencies, and those at small separations from high fre-
quencies, a stable Casimir equilibrium may be realized if the
dielectric response of a physical system only contributed
attractive forces at small frequencies and repulsive forces at
large frequencies. This possibility had been theoretically pre-
dicted96 but never realized experimentally until the work of
Zhao et al. in developing stable Casimir equilibria in a Teflon-
ethanol-gold system.22

Fig. 5 Colloidal-state based optical resonators based on quantum and critical Casimir forces. (A) Schematic of two hydrophilic gold flakes subjected
to quantum and critical Casimir interactions. (B) The measured diffusion coefficient of a hydrophilic hexagonal gold flake hovering above a hydro-
philic surface (symmetric boundary conditions) decreases as the temperature approaches the critical temperature. (C) The measured diffusion coeffi-
cient of a hydrophilic hexagonal flake hovering above a hydrophobic surface (antisymmetric boundary conditions) increases upon approaching the
critical temperature. (D) Quasi-normal incidence reflectivity spectra of gold flake dimer cavities assembled with variable cavity lengths (LS) by varying
the free ligand concentration. (E) Quasi-normal incidence reflectivity spectra of self-assembled gold flake trimer cavities. The grey-blue curve shows
the reflectivity spectrum of a dimer. (F) Time-resolved reflectivity spectra for a Fabry–Pérot cavity under optical modulation by 5 Hz pulsed laser
irradiation. Panels A, D–F are reproduced with permission from ref. 85. Copyright 2021 Springer Nature Publishing Group. Panels B and C are repro-
duced with permission from ref. 25. Copyright 2022 Springer Nature Publishing Group.

Review Nanoscale

13992 | Nanoscale, 2025, 17, 13982–13997 This journal is © The Royal Society of Chemistry 2025

Pu
bl

is
he

d 
on

 1
2 

M
ay

 2
02

5.
 D

ow
nl

oa
de

d 
on

 6
/1

5/
20

26
 1

0:
52

:1
3 

A
M

. 
View Article Online

https://doi.org/10.1039/d5nr01288k


2.5 Casimir forces tunable by external magnetic fields

Apart from dielectric control, using an external magnetic field
to drive a change in the magnitude of the quantum Casimir
interaction has provided a new direction. In their contribution,
Banishev et al. experimentally studied the effect of a magnetic
field on the magnitude of the quantum Casimir force between
gold–nickel,97 nickel–nickel,98 and gold–gold coated sur-
faces.99 Nickel, a ferromagnetic metal, provides the magnetic
field. The magnitude of the quantum Casimir force is
measured by frequency modulation atomic-force microscopy,
where the tip is forced to oscillate near its resonant frequency

such that any changes in this frequency are proportional to the
gradient of the force. The results in Fig. 6A–C show the gradi-
ent of the quantum Casimir force (F′ = dF/da) between gold-
coated sphere and nickel-coated plate as a function of the sep-
aration distance (a = 220–500 nm). As expected, when the sep-
aration distance decreases, the experimentally-measured gradi-
ent of the quantum Casimir force increases (crosses). The
authors offer a comparison with theory including (full lines)
and omitting (dashed lines) the presence of a magnetic field.
The small relative experimental error confirm the excellent
agreement with theory when including the effect of a magnetic
field, and reject the same theoretical approach when excluding

Fig. 6 Tuning quantum Casimir forces by magnetic fields. (A–C) Comparison for the gradient of the Casimir force between experiment (crosses)
and theory (solid and dashed bands computed including or excluding magnetic properties, respectively). (D) Proposal for the construction of a mag-
netic metamaterial plate. (E) Schematic depicting the interaction between a silver plate and the magnetic metamaterial plate in the absence of an
external magnetic field (H0 = 0), resulting in attractive Casimir forces (F/FC > 0). (F) Schematic depicting the interaction between a silver plate and
the magnetic metamaterial plate in the presence of an external magnetic field (H0 > 0), resulting in repulsive Casimir forces (F/FC < 0). (G) Computed
normalized Casimir force between RNi = 5 nm Nickel nanoparticle-based magnetic metamaterial plate and a silver plate under different magnetic
field intensities at a nickel volume fraction of fNi = 10%. (H) Computed normalized Casimir force between nickel nanoparticle-based magnetic meta-
material plate and a silver plate under H0 = 3.0 kOe magnetic field for different radii of nickel nanoparticles, RNi. (I) Computed normalized
Casimir force between RNi = 5 nm nickel nanoparticle-based magnetic metamaterial plate and a silver plate under H0 = 3.0 kOe magnetic field for
different nickel volume fractions fNi = 10%–30% . Inset shows the adjusting ranges with different fNi. Panels A–C are reproduced with permission
from ref. 97. Copyright 2012 American Physical Society. Panels D–I are reproduced with permission from ref. 102. Copyright 2014 American Physical
Society.
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the effect of a magnetic field. While the care devoted by the
authors in performing such challenging measurements
deserve praise and recognition, the magnetic-field induced
changes to the gradient of the quantum Casimir force are
admittedly still small. For instance, at a separation distance of
a = 250 nm, the magnetic field induces a decrease in the gradi-
ent of the quantum Casimir force of only ΔF′/F′ ≈ 4%, still far
from achieving the reversal of the force from attractive to
repulsive in this experimental configuration.

Theoretical predictions show that the choice of a different
experimental setup, such as a magneto-dielectric material con-
sisting of a ferromagnetic guest embedded within a dielectric
host, may lead to more encouraging results.100,101 In their con-
tribution, Ma et al. come closer to achieving force reversal
between plates by using a superparamagnetic metamaterial.102

Such metamaterial is constructed as shown in Fig. 6D. First,
superparamagnetic Nickel nanoparticles are dispersed in a
polystyrene matrix. This matrix is then reshaped into spheres
and placed on a substrate to form the final metamaterial. This
metamaterial is then allowed to interact with a silver plate in
the absence or in the presence of an external magnetic field,
Fig. 6E and F respectively.

In the absence of an external magnetic field, the Casimir
force between the metamaterial and silver plates is attractive,
as shown in Fig. 6G. The application of an increasingly strong
magnetic field causes the Casimir force at d > 0.7 nm separ-
ations to turn from attractive to repulsive, as can be seen in
the change of sign of the normalized Casimir force F/FC,
where FC = −hcπ2/240d4 is the Casimir force between two
conductive plates. The application of a magnetic field
causes the magnetic moments of the nanoparticles to align,
increasing the value of the magnetic permeability above that
of the permittivity in the low imaginary frequency domain
(ξ < 1014 rad s−1), resulting at sufficiently large separations
in a repulsive Casimir forces. The main limitation of this
approach lies with the choice of nanoparticle size and poly-
dispersity,103 as shown in Fig. 6H. Decreasing the radius of
the nanoparticles below 5 nm decreases the range over
which the interactions are repulsive, as the magnetization of
each particle decreases. Increasing the radius of the nano-
particles to 10 nm results in fully attractive interactions, as
the magnetic response shifts to lower frequencies and hence
larger separations. Increasing the Nickel volume fraction fNi
allows direct tuning of the transition point from attraction
to repulsion from d ≈ 0.6 μm ( fNi = 10%) to d ≈ 0.9 μm
( fNi = 30%).

Recently, Zhang et al. took advantage of these theoretical
considerations to achieve magnetic-field tuning of the
Casimir force in experiments.24,105,106 The authors used an
aqueous dispersion of superparamagnetic iron oxide nano-
particles as medium to mediate the Casimir interaction
between gold and silica surfaces. The magnetization of the
ferrofluid induces the onset of repulsive Casimir interactions
for d > 18 nm, where the transition distance is tunable by
the magnitude of the applied field and nanoparticle
concentration.

3 Conclusions and outlook

We have highlighted the significance of fluctuation-induced
forces by exploring the fundamental principles of quantum
and critical Casimir effects and their role in modern techno-
logy. Quantum and critical Casimir effects share a common
mathematical background, resulting in several similarities in
their dependence on geometric confinement, boundary con-
ditions, and material properties. However, the different physi-
cal origins of the quantum (quantum electrodynamics) and
critical (critical phenomena) Casimir effects result in distinc-
tive and orthogonal characteristics. We have shed light on
these characteristics, highlighting the roles of Casimir torques
in achieving self-alignment and Casimir forces in achieving
self-assembly of functional materials. The interplay between
quantum fluctuations of the electromagnetic field and classi-
cal fluctuations of a near-critical solvent offers a rich play-
ground for emergent interactions at the multi-dimensional
crossroads between experiment and theory, soft and hard con-
densed matter, physics and chemistry.

Beyond fundamental science, the quantum and critical
Casimir effects promise technological advances in photonics
and opto-mechanics towards the development of micro-
electro-mechanical systems. So far, Casimir forces have
enabled the fabrication of switchable physical structures able
to trap light on length scales smaller than the wavelength.
However, recent advances in superlubricity and dynamic force
tuning suggest a path toward the assembly of more complex
devices capable of converting electromagnetic and thermal
energy in mechanical energy. The intrinsic character of the
Casimir effect, and the possibility of tuning the magnitude,
length scale, and sign of the force by changing the dielectric
or thermal properties of materials may enable valuable appli-
cations. For instance, because of the omnipresent character of
the interaction, space travel may benefit from the development
of a propulsion engine based on the Casimir effect. The high
stakes at play have motivated significant research efforts
towards the use of other orthogonal means to control the
Casimir interactions, such as through magnetic fields.

Looking forward, we believe that the most significant chal-
lenge ahead consists in achieving real-time, full tunability of
Casimir interactions by the application of an external trigger.
Furthermore, understanding the non-additive interactions
resulting from large-scale fluctuations may allow the inte-
gration of Casimir forces in modern nanofabrication tech-
niques. Overall, the convergence of theoretical insights and
experimental progress will be key to unlocking the full poten-
tial of these fluctuation-induced forces in next-generation
technologies.
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